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Cutting time that took for 180 mm length material with 1 kg power.

1mm 2mm 3mm

Acryl ABS PEPVC Acryl ABS PEPVC Acryl ABS PEPVC Acryl ABS PEPVC Acryl ABS PEPVC

Material thickness:

ZO-91 Normal　　　　　　　  ZO-91 High　　　　　　　  ZO-95 Normal　　　　　　　  ZO-95 High　　　　　　    ZO-95 Super High


